T™=1A

TM-3A

Viscosity, 100 gn cone @ 5 sec.,

200 gm per 130 cc water
Bond

1, Mixing time shall be & minutes minimum and 12 minutes maximum,
2, Blank cut asbestos caution,

SUALITY CONTROL:

35 to 45 mm

.Equel 1o Stan

PRODUCT BULLETIN COVER-TEX BULLETIN NO: J-5303
DRYWALL ACCESSORY WALL TEXTURE DATE: 11/24/75
PRODUCTS NON~ASBESTOS PAGE: lof 2
APPRCNALS PRODUCING PLANT: CARCELS:  J-5303
/2 IL.F.V M% SEATTLE . DATE: 6/3/74
BULLETIN DESCRIPTION g POUNDS | GALIGH
220 whiting 44,07 1000
442 Talc - 22.04 500
247 | Sericite - Mica "S" 17.63 400
056 Wyopal Cl'ay. 2.20. 50
245 Metﬁoce;jza 0.53 12
| 453 Preservative 0.13 '3‘
489 | Wollastonite 8,82 200
446 Titanium Pigment 1,10 25
435 Casein 1,10 25
102 Diammoniufn Phasphate 0.18 L
022 Ammonium Bivorate 0.18 4
430 Sodium Tripolyphosphate 0.13 3
435 1 Staramic 747 1.32 30
164, Glyoxsl 80% 0.13 3
166 Hamaco 277 0.44 10
_282 | percel Xasms o= Q.12
TOTAL 100,90 2269
MANUFACTURING INSTRUCTIONS:

KG2001156




